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We show that single-walled carbon nanotube (SWNT) bundles emit visible fluorescence in the presence
of noble metal nanoparticles and nanorods in the solid state. Conductivity measurements with metallic
nanotubes, isolated from pristine SWNTs, show that they become semiconducting in the presence of the
metal nanoparticles. Nanoparticle binding increases the defects in the nanotube structures which is evident
in the Raman spectra. The metal-semiconductor transition removes the nonradiative decay channels of the
excited states enabling visible fluorescence. Nanotube structures are imaged using this emission with
resolution below the classical limits.
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Isolated single-walled carbon nanotubes (SWNTs) and
their composites have proved to be exciting materials from
fundamental and technological perspectives. The near in-
frared (NIR) fluorescence [1] from isolated semiconduct-
ing SWNTs, although weak [2], has attracted a great deal
of attention due to its applications in biomolecular imaging
[3] and therapeutics [4]. It has not been observed in SWNT
bundles due to the presence of metallic nanotubes in them,
providing nonradiative decay channels [5–7]. The possi-
bility of light emission from SWNT bundles will pave the
way for novel research and applications. Here we present
the first report of visible fluorescence from SWNT bundles
constituting a nanotube-nanoparticle composite, with con-
comitant changes in the axial conductivity of SWNTs.

A nanoparticle-nanotube composite was prepared at a
liquid-liquid interface. Gold and silver spherical nanopar-
ticles (15 and 60 nm diameter, respectively) were prepared
using citrate reduction [8]. Smaller gold nanoparticles of
4 nm mean diameter were prepared by reducing auric
(AuCl�4 ) ions using sodium borohydride [9] at 0 �C. Photo-
chemically [10] and chemically [11] synthesized gold
nanorods (AuNRs) of aspect ratios 2.8 and 3.1, respectively
(15 and 12 nm diameter, respectively), were also used.
AuNRs, preserved in a saturated solution of cetyltrimethy-
lammonium bromide (CTAB), were cleaned by repeated
sonication and centrifugation at 12 000 g. The final disper-
sion did not contain the protecting agent CTAB and was
found to aggregate and precipitate within 10 minutes of

redispersion. The as-prepared nanoparticles or the purified
nanorods were used in the composite preparation.

SWNTs from various sources, namely, Sigma Aldrich,
Carbon Nanotechnologies, Inc., and those synthesized
from alcohols were used to verify the reproducibility of
the results. Their average length was �20 �m as reported
by the supplier, although smaller lengths were detected in
microscopy. SWNTs were dispersed in N;N-dimethyl
formamide (DMF). Repeated sonication and centrifugation
(at 50 000 g) for prolonged periods ensured that only
SWNTs were present. Purified dispersion, without any
surfactant, was stable for extended periods. No metallic
impurities or nanoparticles were detected in the purified
material. SWNTs prepared via high-pressure CO (HiPco)
disproportionation route, purchased from Carbon
Nanotechnologies, Inc. were used for all measurements
with metallic SWNTs (mSWNTs).

Equal volumes of aqueous metal nanoparticles or nano-
rods (concentration, CNP � 10�4 M) and diethyl ether
were mixed to create an aqueous-organic interface.
Purified SWNT dispersion in DMF (concentration,
CSWNT � 1:7 mg=ml) was added to this biphasic system,
resulting in spontaneous formation of a composite film at
the aqueous-organic liquid interface. This composite was
transferred to a desired substrate, after evaporation of the
organic layer, for further investigations. X-ray photoelec-
tron spectroscopy (XPS) of the composites, measured us-
ing a VG ESCA LAB MKII instrument having a Mg K�
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source, showed no traces of Fe, Ni, or Co, while Ag 3d5=2

and Au 4f7=2 were observed at 368.2 eV and 83.8 eV,
respectively. Fluorescence measurements of the concen-
trated HCl extracts of SWNTs were carried out with a FP-
6600, JASCO spectrofluorimeter. A weak emission at
814 nm, due to the cuvette, was observed. Inductively
coupled plasma-mass spectrometry (ICP-MS) measure-
ments of the extracts were done with a Shimadzu ICPS-
8000 atomic emission spectrometer. No traceable impuri-
ties like Fe and Co were present, while Ni (0.7 ppm)
present was observed, which was due to the HCl used.
Thus, it is clearly ascertained that no metal impurity is
present in the purified SWNT sample.

Confocal Raman measurements were done with a WiTec
GmbH, Alpha-SNOM CRM 200 having 514.5 nm argon
ion laser with a 100� objective. The signal was collected
in a backscattering geometry. A Peltier-cooled charge cou-
pled device was used as the detector. An Alpha-SNOM
cantilever having an aperture (<100 nm), with a photomul-
tiplier detector, was used for transmission SNOM. A single
spot confocal Raman spectrum of the Ag nanoparticle-
SWNT composite [Fig. 1(A), trace (a)] shows the charac-
teristic features such as the radial breathing mode (RBM)
and the D and G bands at 175, 1327, and 1577 cm�1,
respectively. The RBM, measured separately at higher
resolution and at still lower frequencies, shows multiple
modes [inset (i) of Fig. 1(A)]. Raman bands are super-
imposed over a large structured emission peaking at �600

and 650 nm, with a shoulder at �670 nm. All features are
similar in Au nanoparticle and AuNR composites also
[traces (b) and (c), respectively]. Several fine structures
are also observed in the range of 6000 cm�1, in all the
three composites. The G-band intensities of the composite
compared to the pristine nanotubes show enhancements
�103. The (n, m) indices of SWNTs based on RBM were
(10,10), (18,0), and (13,7) (metallic) and (17,0), (11,9), and
(12,8) (semiconducting). The diameter of the nanotubes
was estimated be 1.4 nm from RBM [12]. Transmission
electron microscopy (TEM) analysis of the composites at
lower magnifications (100 kV) showed [Fig. 1(B)] long fi-
brous structures consisting of isolated nanotubes and bun-
dles with 3 to 20 SWNTs with nanoparticles in close prox-
imity. When investigated closely (at 300 kV) nanotubes of
diameter �1:4 nm, consistent with the RBM estimate,
surrounded by nanoparticles or nanorods were observed.

We ascertain that the visible emission is due to the
composite. A film of the parent SWNT in the aqueous
phase showed no visible emission [Fig. 1(A), trace (d)].
No emission was obtained with a SWNT film prepared
with boiled trisodium citrate, subjected to all processes
except that there was no metal ion precursor and therefore,
no nanoparticles [Fig. 1(A), trace (e)]. However, other
features like RBM, D band, G band, and G0 band, were
distinctly visible in all these cases. Nanoparticles and
nanorods themselves did not show these features, as can
be seen from the spectrum of a drop-cast AuNR film [inset

FIG. 1 (color online). (A) Single spot
Raman spectra of (a) Ag-SWNT, (b) Au-
SWNT, (c) AuNR-SWNT, (d) pristine
SWNTs, and (e) SWNTs treated with
heated citrate solution. Traces (d) and
(e) are shifted vertically for clarity.
RBM is labeled and the D and G bands
are indicated by asterisks (*). The visible
emission maxima are marked with their
respective wavelengths. Inset (i): the
RBM region at a higher resolution.
Inset (ii): the Raman spectra of a drop-
cast film of AuNR, along with the
Rayleigh to compare the intensities.
(B) TEM image of the Au-SWNT.
(C) Raman spectral images of AuNR-
SWNT, based on the intensities of visible
emission in the 595 to 675 nm window.
The spots observed away from the nano-
tube structure are due to shorter nano-
tubes remaining in the centrifugate or
due to the z-axis discrimination of con-
focal imaging. (D) Light intensity based
transmission SNOM image of AuNR-
SWNT. Inset (i): the three-dimensional
view of (B), rotated suitably to show the
increased emission. Inset (ii): corre-
sponding topographic image. Raman
and SNOM data are acquired with
514.5 nm excitation.
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